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HUIZHOU CITY MELORS PLASTIC PRODUCTS CO., LIMITED
BUILDING#1, RUIJI INDUSTRY ZONE,DONGAO VILLAGE, SHATIAN TOWN, HUIYANG DISTRICT, HUIZHOU 
CITY, GUANGDONG PROVINCE, CHINA. ZIPCODE: 516269

Sample Description : EVA FOAM SHEET

Manufacturer : HUIZHOU CITY MELORS PLASTIC PRODUCTS CO., LIMITED

Other Info : EVA BOAT FLOORING FAUX  TEAK SHEET

As above test item and its relevant information regarding to the submission are provided and confirmed by the 
applicant. SGS is not liable to either the test item or its relevant information, in terms of the accuracy, suitability, 
reliability or/and integrity accordingly.

************
SGS Ref No. : GZMR230802496701

Sample Receiving Date : Aug 28, 2023

Test Performing Date : Aug 28, 2023 to Jan 04, 2024

Test Performed : Selected test(s) as requested by applicant

Test Result(s) : For further details, please refer to the following page(s)

(Unless otherwise stated the results shown in this test report refer only to 

the sample(s) tested)

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

—————————————
Arthur Mak
Authorized Signatory
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Summary of Results:

No. Test Item Test Method Result Conclusion 

1
Light Ageing Test-UV 

Exposure
ASTM G154-23 Cycle 1 See result Pass

Pass : Meet the requirements;

Fail : Does not meet the requirements;

Note:

/ : Not Apply to the judgment.

  

Test Item: Light Ageing Test-UV Exposure 

Sample Description: Sheet

Test Method: ASTM G154-23 Cycle 1

Test Condition:

Exposure cycle:

Lamp type: UVA-340

8h UV at (60±3)℃ BPT, 0.89W/(m2•nm)@340nm

4h condensation at (50±3)℃ BPT

Exposure duration: 3000h

Test Result:

Test Item Appearance Client’s requirement Conclusion

Light Ageing Test-UV 

Exposure

Visual discoloration, 

but no fading or 

cracking

No visual fading or 

cracking
Pass
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Test Photo:

Original sample A During Test

Reference sample        Tested sample
Reference sample        Tested sample

(Local part)

Equipment Information: 

Equipment Model Equipment No. Calibration date
Next Calibration 

date

UV Accelerated 

Weathering Tester
QUV-Se GZMR-AG-E058 2022-12-15 2023-12-14

UV Accelerated 

Weathering Tester
QUV-Se GZMR-AG-E058 2023-11-22 2024-11-21

*** End of Report ***
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